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Initial data/ UIcxoAHble AaHHble

Test # TecTt Ne 16800-1 Test method TecToBbIN MeTOA, ASTM F1856-04, F2036-05 el
Test date [ara tecta 15.01.2009 Test source ["eH-p TECT. CTpaHULbI SCC TargetPro v.3.2.2526.19768
Technician Cneuunanuct Alexey Samoshkin Test pattern TecToBas cTpaHuua SCC 5% target (1428 e's)

Test printer

TecToBbIV NPUHTEP

HP LaserJet P1505n
(s/n CNCJ601908)

test

Printer page counter at start of CuyeTuuk NpyHTEpa Ha Hayano

Tecta

Printer settings

YCTaHOBKW NpuHTEpa

Factory Default (REt=on, Resolution = FastRes 1200, Economode = Off)

Test balance model Mogenb BecoB Shinko Vibra AJ-8200CE Calibration date [aTa kanubpoBku 15.01.2009 |
Densitometer model Mogenb geHcutomeTpa X-Rite 504 Calibration date [aTa kanubpoBku 15.01.2009 |
| Test cartridge information/ UHdopMaumsa o TecTUpyemMoM KapTpuaxe |
Part # Kar. Ne CB436A OPC Drum BapabaH SCC
Manufacturer [ponsBoguTens OEM Wiper blade Pakenb OEM-one-cycle
Cartridge s/n C/H KapTpumxa 8B22M2Ak PCR Ponvik 3apsaa OEM-one-cycle
Estimated yield, pages OXugaemsblii pecypc, CTp. 2000 Developer (Mag.) roller Ban nposiBku (Mar. Ban) OEM-one-cycle

Photo/®oTo Remarks/3ame4aHus Doctor blade [osupytoliee ne3sue OEM-one-cycle

Toner ToHep SCC
Weight of full toner hopper at start of test (seal pulled)/ Bec nonHoro 6yHkepa ToHepa B Hayane Tecta (6e3 Yeku) 315.7
| Test data (ASTM F1856)/ AlaHHble TecTa (ASTM F1856)
Testing room temp-re, °C  Temn-pa B nomeLeHun, °C 22.9 Testing room % humidity OTH. BNAXHOCTb B NMOMELL,. 32%
Interval WUHTepBan #1
Number of pages K-Bo cTpaHuy 500 1500
Temperature, °C Temnepatypa, °C 23.4 23.4
Relative humidity, % OTH. BNaXXHOCTb, % 32% 32%
Hopper weight, g Bec GyHkepa C TOHEPOM, T 285.6 248.3
Waste bin weight, g Bec oTxogHuka, r 301.9 304.3
|Toner consumption, g |Pacxon Tomepa, r | 37.3 |
|Waste toner, g |K-B0 oTx0m0B, T | 2.4 |
Weight of toner hopper at toner out, g/ Bec 6yHkepa TOHEpa NPy OKOHYAHWUWU TOHEPA, T 211.5
Weight of toner hopper empty (cleaned), g/ Bec nycToro (ouuLieHHoro) 6yHkepa ToHepa, © 206.1
Calculated amount of toner in the hopper at start of test, g/ PacuyeTHoe konmyecTBo ToHepa B GYHKEPE B Ha4ane Tecra, r 109.6
Available amount of toner for printing, g/ KonnyectBo ToHepa, AOCTYyNHOe ANsi nevatu, r 104.2

Test data (ASTM F2036)/ AlaHHble TecTa (ASTM F2036)

Paper type

Tun 6ymaru

Svetocopy, 80 g/sq. m

Non-printed background reference measurements. (Measured on blank sheet of test paper)/ OnopHble AaHHbIE ANS U3MEPEHUI YPOBHA dhoHa (ONT. NN-Tb YACTOW Bymarn ans neyatu)

Reflection density/ OnTuyeckas NNOTHOCTb

Percent reflection/lpoLeHT oTpaxeHus

Upper center BepxHuii LLeHTpasnbHbIi 0.109 77.80%
Middle left CpefHui neBbiv 0.101 79.25%
Middle right CpefHuii npaBbIv 0.109 77.80%
Lower center HWXHWUIA LeHTpanbHbI 0.114 76.91%
Average CpeaHee 3HaveHune 0.108 77.94%

Density measurements at start (0-500 pages)/ 3mepeHusi nnoTHocTn B Havane Tecta (0-500 c1p.)

Black density/[noTHOCTb YepHoro

White density/ lMnoTHocTb 6enoro

Reflection density

Percent reflection

Reflection density Percent reflection

Upper left/BepxHuii nes. 1.521 3.01% Upper center/BepxH. LEHTP. 0.107 78.16%
Upper right/BepxHui np. 1.473 3.37% Middle left/CpegHwuii neB. 0.109 77.80%
Center/LleHTp 1.491 3.23% Middle right/ CpegHui np. 0.108 77.98%
Bottom left/HuwkHun nes. 1.528 2.96% Lower center/HwKHWUIN LIEHTP. 0.115 76.74%
Bottom right/HwxHuii np. 1.532 2.94% Average/CpefH. 3Hau. 0.110 77.67%
Average/CpegH. 3Hau. 1.51 3.10% Background (% reflection)/YpoBeHb hoHa (% oTpakeHust) 0.27%

Density measurements at end of cycle (1500-2000 pages)/ I3MepeHusi NII0THOCTM B KoHUE TecTa (1500-2000 cTp.)

Black density/[noTHOCTb YepHoro

White density/ NMnoTHocTb 6enoro

Reflection density

Percent reflection

Reflection density Percent reflection

Upper left/BepxHuii nes. 1.540 2.88% Upper center/BepxH. LEHTP. 0.105 78.52%
Upper right/BepxHui np. 1.516 3.05% Middle left/CpegHuii neB. 0.113 77.09%
Center/LleHTp 1.510 3.09% Middle right/ CpegHui np. 0.113 77.09%
Bottom left/HuwkHun nes. 1.539 2.89% Lower center/HwKHWUIN LIEHTP. 0.108 77.98%
Bottom right/HwxHuii np. 1.547 2.84% Average/CpefH. 3Hau. 0.110 77.67%
Average/CpegH. 3Hau. 1.53 2.95% Background (% reflection)/YpoBeHb hoHa (% oTpakeHusi) 0.27%
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Test results data/ PesynbTathl TecTa

Test cartridge OEM* Remarks
Average toner CpepnHuin pacxop ToHepa,
consumption, mg/page Mmr/cTp. 4 37.3 35.1
Yield at 5% coverage Pecypc npu 5% 3anonHexun
(based on available toner |(Ha ocHoBe AOCTYNHOrO 4 2794 2672
for printing), pages TOHepa Ans neyaTu), CTpaHuL,
Yield at 5% coverage, % Pecypc npu 5% 3anonH., %
(of estimated) (oT oxnaaemoro) 4 140% 134%
Transfer rate at 5% S dheKTMBHOCTL NepeHoca
coverage, % npv 5% 3anonHexuu, % 4 94% 92%
Average black density CpeaHsiA NNOTHOCTb YepHOro
(logarithm of 1/average % [(AecaTnyHbIN norapucdm ot | 1.52 1.49
reflection) 1/cpenHun % oTpaxeHus)
Max black density MakcumanbHas NnoTHOCTb
YepHoro 1.55 1.55
Min black density MuHMManbHas NNOTHOCTb
YepHOro 1.47 1.43
Average background CpenHuin hoH (% OTpaxeHus))
(reflection %) 4 0.27% 1.99%
*For comparison at the same conditions only V - Suitable, ! - Attention required, X - Poor.
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Comments/ KommeHTapumn

KayecTBO neyatyt 1 pecypc NOMHOCTLIO COOTBETCTBYIOT OpPUrMHany.
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